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SHENGYI TECHNOLOGY CO.,LTD

5 W INDUSTRY RD,NORTH INDUSTRY DIST DONGGUAN SSL SCI & TECH INDUSTRY
PARK,DONGGUAN CITY,GUANGDONG

CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as :
Copper Clad Laminate

SGS Job No. : 13186677 - GZ

Client Ref. Information : S1141(Prepreg:S0401)

SGS Internal Reference No. : 19.6

Date of Sample Received : 16 Jun 2011

Testing Period : 16 Jun 2011 - 23 Jun 2011

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Ltd.

M enfa

Merry Lv
Approved Signatory
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Test Report

Test Results:

No. CANEC1102297013

ID for specimen 1 : CAN11-022970.006
Description for specimen 1 : Yellow board

Elementary Analysis

Test Item(s) Unit
Cadmium (Cd) mag/kg
Lead (Pb) mg/kg
Mercury (Hg) mg/kg

Hexavalent Chromium (CrVI) by  mg/kg
alkaline extraction

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit

Flame Retardants

Test Item(s) Unit

Sum of PBBs mg/kg
Monobromobiphenyl mg/kg
Dibromobiphenyl mg/kg
Tribromobiphenyl mg/kg
Tetrabromobiphenyl mg/kg
Pentabromobiphenyl mg/kg
Hexabromobiphenyl mg/kg
Heptabromobiphenyl mg/kg
Octabromobipheny! mg/kg
Nonabromobiphenyl mg/kg
Decabromobiphenyl mg/kg
Sum of PBDEs mg/kg
Monobromodiphenyl ether mg/kg
Dibromodiphenyl ether mg/kg
Tribromodiphenyl ether mg/kg
Tetrabromodiphenyl ether mg/kg
Pentabromodiphenyl ether mg/kg
Hexabromodiphenyl ether mg/kg
Heptabromodiphenyl ether mg/kg
Octabromodiphenyl ether mg/kg
Nonabromodiphenyl ether mg/kg
Decabromodiphenyl ether mg/kg

Test Method (Reference)
IEC 62321:2008, ICP-OES
IEC 62321:2008, ICP-OES
IEC 62321:2008, ICP-OES
IEC 62321:2008, UV-Vis

Test Method (Reference)

IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
IEC 62321:2008, GC-MS
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Result  MDL
N.D.
N.D.
N.D.
N.D.

N NDNDN

Result MDL

N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
N.D.
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Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit
4."-" = Not regulated

PFOS ( Perfluorooctane sulfonates )

Test Item(s) Unit Test Method (Reference) Result  MDL

Perfluorooctane sulfonates mg/kg EPA 3550C: 2007, LC-MS N.D. 10
(PFOS)

PFOS Acid

PFOS Metal Salt

PFOS Amide

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit

For reference: commission regulation (EU) No 757/2010 amending regulation (EC) No 850/2004:

(1) For the purposes of this entry, Article 4(1) (b) shall apply to concentrations of PFOS equal to or below 10
mg/kg (0,001 % by weight) when it occurs in substances or in preparations.

(2) For the purposes of this entry, Article 4(1) (b) shall apply to concentrations of PFOS in semi-finished products
or articles, or parts thereof, if the concentration of PFOS is lower than 0,1 % by weight calculated with reference
to the mass of structurally or micro-structurally distinct parts that contain PFOS or, for textiles or other coated
materials, if the amount of PFOS is lower than 1ug /m? of the coated material.

Phthalate(s)

Test Item(s) Unit Test Method (Reference) Result  MDL
Dibutyl Phthalate (DBP) % (w/w) EN14372: 2004, GC-MS N.D. 0.003
Benzylbutyl Phthalate (BBP) % (wiw) EN14372: 2004, GC-MS N.D. 0.003
Di-(2-ethylhexyl) Phthalate % (w/w) EN14372: 2004, GC-MS N.D. 0.003
(DEHP)

Diisononyl Phthalate (DINP) % (w/w) EN14372: 2004, GC-MS N.D. 0.01

Di-n-octyl Phthalate (DNOP) % (Wiw) EN14372: 2004, GC-MS N.D.  0.003
Diisodecyl Phthalate (DIDP) % (w/w) EN14372: 2004, GC-MS N.D. 0.01

Diiso butyl Phthalate (DIBP) % (Wiw) EN14372: 2004, GC-MS N.D.  0.003
Di-n-hexyl phthalate (DNHP) % (w/w) EN14372: 2004, GC-MS N.D. 0.003
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Note :

1. mg/kg = ppm; 0.1% = 1000ppm
2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit

HBCDD

Test Item(s) Unit Test Method (Reference) Result  MDL
Hexabromocyclododecane mg/kg EPA 3550C: 2007, GC-MS N.D. 10
(HBCDD)

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit
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ATTACHMENTS

ReoHS Testing Flow Chart

11 Name of the person who made testing: Bella Wang / Cutey Yu / Ross Zhan
21 Name of the person in charge of testing: Adams Yu / Ryan Yang

31 These samples were dissolved totally by pre-conditioning method according to below flow chart
(Crb+ and PEBs/FBEDESs test method excluded).

Sarmple Preparation

r

Sample Measurement

lthcdeg PBBs/PBDES l Cré+
r
Acid digestion with sample solvent l l
Micromiawes b ' .
otplate exraction Monmetallic tetallic
material rmaterial
¥ L 2 *
Filtration Concentrations _ _ _ Positive
Dilution of extraction | [Adding digestion
| solution reagent
v v ¥
Solution Fesidue + Heating to —
. . A0~95°C faor ciling water
Filtration gxtraction extraction
F
171 Alkali Fusion / ) * ‘
Dry Ashing 3 Flltrat_lcun and Adding 1,5-
2) Acid to GC-E pH adjustment diphenylcarbazide
dissalve i for color
: development
Adding 1,5- 7
¥ diphenylcarbazide
ICP-OE S80S OATA far calor A red colar
development indicates the
presence of Cét
i * If necessary,
L%is confirm with
DATA LW-Yis.
¥ ¥
DATA, - DATA,
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ATTACHMENTS
Phthalates Testing Flow Chart

1) Mame of the person who made testing: Tina Zhao
2} Marne of the person in charge of testing: Ryan Yang

sample cutting § preparation

¥
mample Measurement

L 2

Solvent extraction

Concentration/Dilution

L 2
Filtration
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ATTACHMENTS
PFOA f PFOS Testing Flow Chart

1) Mame of the person who rmade testing: Cindy Huang
2} Marne of the person in charge of testing: Ryan Yang

sample cutting § preparation

L4

mample Measurement

L 2

Solvent extraction

Concentration/Dilution

L 4

Filtration
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ATTACHMENTS
HBCDD Testing Flow Chart

1) Mame of the person who rmade testing: Cutey YU
23 Marne of the person in charge of testing: Ryan vang

Sample cutting / preparation

L2
Sample Measurement

L 2

Solvent extraction

¥

Concentration/Dilution

¥
Filtration

EC-M5S

¥

DATA,
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Sample photo:

CANEC1102297018

CAN11-022970.006

SGS authenticate the photo on original report only
*** End of Report ***
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